
(BSP December 2, 2002) 1 
Shot blasting machines for scarifying concrete surfaces receiving concrete 2 
overlay shall consist of a self contained mobile unit using steel abrasive to 3 
remove 6.35 millimeters of sound concrete.  The shot blasting machine shall 4 
vacuum and store all material removed from the scarified concrete surface into 5 
a self contained unit. 6 
 7 
Possible sources of shot blasting machines include: 8 

 9 
1. Humble Equipment Company 10 

1720 Industrial Drive 11 
P. O. Box 1606 12 
Ruston, LA  71273-1606 13 
(318) 251-1935 14 
 15 

2. US Filter Blasttrac 16 
6215 Aluma Valley Drive 17 
Oklahoma City, OK  73121 18 
(405) 478-3440 19 
 20 

3. Texas Shot Blast 21 
4040 Beckwood 22 
San Antonio, TX  78259 23 
(210) 497-5594 24 
 25 

4. Shot Surfaces, Inc. 26 
2630 SW Patton Road 27 
Portland, OR  97201 28 
(503) 796-9823 29 

 30 
The Contractor may choose to use a machine from a source not listed above, 31 
provided the machine is manufactured specifically for concrete removal and 32 
meets the performance criteria specified above. 33 


